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FINE-BLEND COMPATILIZER JIANGSU CO., LTD. .

YANGKOU CHEMICAL INDUSTRY PARK, RUDONG COUNTY, NANTONG CITY, JIANGSU PROVINCE, 

CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : EMI .

SGS Job No. : SP16-014297 - SH .

Date of Sample Received : . 26 Apr 2016.

Testing Period : . 26 Apr 2016 - 05 May 2016 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

. .

The results shown in this test report refer only to the sample(s) tested and for clients internal use only. This test report couldn’t be used as social 

justice purpose.

Approved Signatory .

Marry Ma.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA16-083926.001 SAN.Light yellow solid .

FDA 21 CFR 180.22 & 181.32- Acrylonitrile monomer.

Test Requested : . As specified by the client, to determine acrylonitrile monomer extraction for finished 

food-contact articles containing acrylonitrile copolymers and resins for compliance with Food 

and Drug Administration Regulations. .

Test Method : . With reference to FDA 21 CFR 180.22 & 181.32. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001

Acrylonitrile 

monomer content

.

Distilled water .. 0.5hr(s).. 212℉.. 0.003mg/inch² . <0.001mg/inch² .. .

n-Heptane.. 0.5hr(s).. 120℉.. 0.003mg/inch² . 0.002mg/inch² .. .

 

 

 

 

 .
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Sample photo: .

SHAEC1608392601

SHA16-083926.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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